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SAMPLE FLENFNT Au 30g Ag Bi Cu Mo Pb Zn A8 Sb " Hg
NUBER UNITS  PPB PPN PP PPN PPH PPN PPN PP PPH PPH PPH
R2 PH-90-361 37 1.4 a4 5 65 18 14 7.0 2.7 <2.0  0.551
R2 PN-90-362 86 0.3 a 11 9 15 141 188.0  13.0 8.9  2.532
R2 PH-90-363 21 1.5 a 9 25 EX) 157  512.0  40.4 7.7 >50.000
R2 PN-90-364 St a 25 5 19 219 8.9 6.6  13.0  0.610
R2 PH-90-365 S a 20 5 8 21 12.0 2.9 5.7 0.282
R2 PN-90-366 35 1.8 <« 6 69 % 21 6.1 16.0 3.8 1.255
R2 PH-90-367 92 0.3 a 3 256 28 10 3.0 25.2  <2.0  0.6%9
R2 PH-90-368 2% 0.4 <« 2 65 29 4 1.4 14.0 <0 0.331
R2 PH-90-369 8 0.1 a 3 6 30 68 145.0 8.5 <2.0 D0.8%
R2 PH-90-370 St a 4 3 20 78 1.0 4.6 <2.0 0.5
R2 PH-90-374 42 0.3 a 5 3 4 8 59.l 4.1 3.6 0.923
R2 PH-90-372 "t a 4 3 3 18 6.6  14.1  <2.0 >50.000
R2 PH-90-373 S < a 8 7 16 3N 5.4 20.7 3.9 8.888
R2 PH-90-374 S 0.2 a 8 16 21 56 1.0 13.0 2.9 9.74
R2 PH-90-375 28 1.3 a 8 56 2% 33 5.7  15.01  <2.0  2.900
R2 PN-90-376 S <t a 25 3 23 124 .0 6.6 4.4 0.787
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